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Concrete used should comply with 
specifications of The American So­
ciety for testing Materials, C 94-58. 
Use fine and course aggregate no 
larger than 1 1/4". Use 6 gags of 
cement per cubic yd. of concrete. 
Slump at time of placement: 4" 
plus or minus 1". All concrete 
shall have 4 percent plus or 1 per­
cent minus entrained air. 




